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 ALP AEROFLEX INDIA PRIVATE LIMITED 
 PLOT NO –KHASRA NO 674 TO 727 VILLAGE GUGALKOTA - NEEMRANA 
 ALWAR 301706 
 INDIA 
 CONTACT PERSON   :   VIKASH SINGH 
 THE FOLLOWING SAMPLE(S) WAS/WERE SUBMITTED AND IDENTIFIED BY/ON BEHALF OF THE CUSTOMER AS :  
 SAMPLE DESCRIPTION  ALP PMMA SHEET/ALP ACRITE SHEET(PMMA)/LAMINATES 
 COUNTRY OF ORIGIN  INDIA 
 DATE OF SAMPLE REGISTRATION  01/04/2025  TESTING PERIOD : 11/04/2025 - 13/05/2025 
 TEST(S) REQUESTED                  ANTIFUNGAL TEST  
 

 
  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
        ANTIFUNGAL TEST: 
 
           
          Test method          : ASTM G 21– 2015 (RA: 2021) 
 
 
          Test condition       :         Test Material   :  Laminate sheet 
                                                    Sample Size   :  50 x 50 mm pieces 
                                                    Date Of Test   :  12/04/2025 
                                                    Media Used   :  Nutrient Salt Agar 
                                                    Test Organism   :  Aspergillus brasiliensis ATCC 9642 
    Talaromyces pinophilus ATCC 11797 
    Chaetomium globosum ATCC 6205 
    Trichoderma virens ATCC 9642 
    Aureobasidium pullulans ATCC 15233 
                                                    Incubation Conditions  :  28 ± 2°C for 28 days 
 
 
           
 

 

  
SAMPLE AS RECEIVED 
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Rating scale  :  
 
 
 
 
 
 
 
 
 
 
 

 
 
  Observation :             

 

Growth on sample  Rating  Week  

No growth  0 4 
 

 
 

Conclusion : The sample showed no growth (Rating 0) on its surface, when tested as per  
ASTM G 21– 2015 (RA: 2021) Test Method. 

 
 
 

             Note    :   Test performed as per the conditions given by the customer. 
    No optical, electronic, or physical test was performed after the end of incubation period. 
     Above test has been conducted at SGS Approved Lab. 
                

***** End of Report***** 
         Per Pro SGS India Private Ltd    
  

            

           __________________   
          Authorized Signatory  
  
           Jeevendra Sharma 
          (Technical Manager)   
 
         Email your Test Report Related Enquiries at Feedback.trp@sgs.com 
 
 
 

Observed growth on sample Rating 

None 0 

Trace of Growth (< 10%) 1 

Light Growth (10 to 30%) 2 

Medium Growth (30 to 60%) 3 
Heavy Growth  

(60% to complete coverage) 
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